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STATUS OF EFFORT

The needs addressed by the project: Although piezoelectric wafer active sensors (PWAS) have shown

remarkable experimental success, their modeling is still incomplete. PWAS are strongly coupled with the

host structure through adhesive. PWAS are non-resonant broadband devices that excite the elastic waves

through a "pinching" action (in-plane strain coupling). Many crucial questions still stand unanswered:

How powerful can PWAS be relative to their small size? How strong are the signals that PWAS can

produce? How much power can be recovered at a receiver PWAS for a given power applied to the

transmitter PWAS? Can one selectively excite various Lamb-wave modes (mode tuning)? Are there

optimal operation conditions? How can one design an optimal PWAS?

The proposed research generated necessary theoretical modeling tools to answer fundamental

questions related to the use of PWAS in embedded ultrasonic NDE and structural health

monitoring. It created a comprehensive modeling and analysis methodology, which can expedit the

technological development and reduce the maintenance burden of Air Force structure systems,

while increasing safety and availability.

The research consisted of analytical modeling, numerical simulation, and experimental validation. The

project is built on the preliminary results demonstrated by the principal investigator. The study adopted

the general approach used in the modeling of conventional guided-wave ultrasonic NDE and surface

acoustic waves devices. Controlled experiments have been used to verify the predictions and to provide

feedback for further theoretical developments.

GOALS AND OBJECTIVES

The goal of the research is to study fundamental aspects of embedded ultrasonic NDE. The scope is to

develop a good understanding of the piezoelectric wafer active sensors (PWAS) interaction with the host

structure during Lamb-wave structural health monitoring (SHM). The project has developed a

comprehensive modeling and analysis methodology to understand how PWAS transducers can be

optimally used to generate and detect Lamb-waves in thin-wall structures.

The main obiectives that have been pursued in this project are:

(a) The Lamb-waves excitation and detection with broadband PWAS transducers with selective

tuning of various Lamb modes

(b) In-situ immittance of PWAS transducers
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ACCOMPLISHMENTS

-CRITICAL ISSUES RESOLVED BY THIS RESEARCH

The research started with the study of the interface between the PWAS and the structure. The effect of

adhesive properties on the shear-lag transfer between PWAS and structure was assessed. Then, the plane-

strain straight-crested Lamb-wave response under PWAS excitation was determined using the space-

domain Fourier transform. For circular-crested waves, the axisymmetric problem was addressed with the

Bessel functions formulation and the space-domain Hankel transform. Lamb mode tuning was

demonstrated theoretically and verified experimentally. Certain Lamb wave modes were "dialed up"

through the judicious selection of PWAS geometry and excitation frequency. Correlation with structural

geometry and defect size was also pursued.

Next, the in-situ PWAS immittance was studied. The electro-acoustic transfer functions of the

transmitting and receiving PWAS transducers were determined from the coupled analysis of the

mechanical stress and strain and the electrical voltage and current simultaneously acting on the PWAS

attached to the host structure. The Lamb modes expansion was used to predict the high-frequency

immittance spectrum and compared it with experimental results.

1. TASK 1 - LAMB WAVES EXCITATION WITH BROADBAND PWAS TRANSDUCERS

For the modeling of a Lamb wave in a plate, we can use a 2-D model in rectangular or cylindrical

coordinates. In the first case, we consider straight crested wave while in the second case we have circular

crested wave. For straight crested Lamb waves, the theoretical model is supposed to be z-invariant, where

the y direction is across the plate thickness and the x direction is within the plane of the plate. Rayleigh-

tan (fid) I 4_2a3 wf
Lamb wave equation is, in both cases, tan (ad) where d is the half thickness of the

a (a2 W 2 ( )2

plate; a2  
42; , 2  _2 2; 42 = W ; cp is the pressure velocity; c, is the shear velocity; c is the

Cp c C

unknown phase velocity, and 4 is the wavenumber in the x and r direction respectively. The plus in the

equation is for the symmetric case and the minus for the antisymmetric case. The phase velocity changes

with the frequency and the thickness of the material. For each material exist a threshold value, which,

depends on the material of the plate and the plate thickness, below which only SO and AO modes exist. At

low frequencies, the AO mode can be approximated with the flexural wave theory; in this case, the wave

is highly dispersive and the wave packet spreads out with increasing frequency. At the same frequencies,

the SO can be approximated with the axial wave theory. The SO is non-dispersive and shape of the wave
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packet is preserved with the change of the frequency.

1.1. COUPLING BETWEEN STRUCTURE AND PWAS

Consider Lamb waves generated in a plate through surface mounted PWAS transducers bonded to the

plate and connected to an alternating voltage source. Due to the alternating voltage applied between the

PWAS electrodes, the piezoelectric transducer material undergoes an oscillatory expansion and

contraction. The transducer is bonded to the plate with an adhesive layer. The contractions and expansion

of the PWAS is transmitted to the material through the bonding layer. Figure l b shows the PWAS bonded

to the plate. Assume the PWAS has elastic modulus Ea and thickness to, the structure has elastic modulus

E and thickness t, and the bond layer has shear modulus Gb and thickness 1b. The bond layer acts as a

shear layer in which the mechanical effects are transmitted through the shear effects. The interfacial shear

stress in bonding layer is expressed through the expression: r(x) = L' V Eoc/st 1 Faw sinh x where a
a a+V1 coshFa )

is a coefficient that depends on the stress, strain and displacement distributions across the plate thickness

and it is equal to 4 for low-frequencies dynamic conditions; V' is the ratio V/ = Et ; ejsA is the induced

strain in the PWAS by the electric voltage; ' is the shear lag parameter and is a function of 1b, Gb and

other variables. For ideal bonding, the shear stress in the bonding layer is: r(x) = ar0 [t(x - a) - 3(x + a)]

2 ]
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Figure 1 Shear layer interaction between PWAS and the host structure. (a) micrograph; (b) modeling; (c) variation of

shear-lag transfer mechanism with bond thickness. APC-850 PWAS (E.=63 GPa, t4=0.2 mm, l1=7 mm, d31=-

175 mm•kV) attached to a thin-wall aluminum structure (E=70 GPa, t=1 mm) through a bond layer of Gb=2

GPa

Figure I c shows a characteristic plot of the interfacial shear stress along the length of the PWAS for

different thickness of the bonded layers assuming Gp = 2 GPa. For thin layer of the bonded material

(I pm), the shear stress is transmitted to the structure only at the ends of the PWAS. This is the ideal

bonding solution, which can be considered true as a first approach to the problem.
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1.2. SELECTIVE LAMB MODES EXCITATION WITH PWAS TRANSDUCERS

1.2.1. CLASSIC INTEGRAL TRANSFORM TECHNIQUE

PWAS transducers are capable of tuning into various guided wave modes. We developed a plane-strain

analysis of the PWAS-structure interaction using the space-domain Fourier analysis; in this analysis the

strain and displacement wave solutions for straight crested waves excited by a rectangular PWAS were

studied. The basic assumption is the z-invariant motion supposing the PWAS is infinite in the z direction.

The expression developed for strain is:

E (X, /)Id =-I { Zsin(a) Ns(4s) e I(ýSx-)I) + sin(A) NA(aeA) e(AX- (1)
y 1 ' I ý Lý5 D ( s ) .4" D A'(g ,)

where N, =4fl(4 2 +,9'2)cos(ad)cos(/Jd); NA =4/3(42 + 162)sin(ad)sin(fld)

Dv = (42 _P2 )2 cos(ad) sin(fld) + 44 2a/ sin(ad)cos(f/d)

DA = (42 -_)2 sin(ad)cos(fld) + 44 aflcos(ad)sin(/3d)

e" and e are the zeros of Ds and DA respectively. We can note that these are the solutions of the

Rayleigh-Lamb equation. The displacement wave solutions for circular crested waves exited by a round

PWAS were studied by Raghavan and Cesnik (Raghavan and Cesnik 2004). The strain

C,(r,t)Id = aUr lar derived from the displacement equation was:

=z(r~t' F )a Ns(4 S) H' 2)(4Sr)1 + _J,(4Aa)A NA(4A) H•Z)(4Ar) (2)
P I [s Ds'($s) ýA DA'(4A)

where H,2) is the Henkel function of order I and second type.

1.2.2. NORMAL MODE EXPANSION TECHNIQUE

A different method, normal mode expansion (NME), can be used to determine the transducer frequencies

for any kind of plates. In NME the fields generated in the structure due to the application of the surface

loading are expanded in the form of an infinite series of the normal modes of the structure itself. It has

been used for application as hollow cylinders excited by wedge transducers where the dispersion curves

have a second order of infinity. For complete mathematical rigor of the NME method, it must be proofed

that the field distribution of mode set is complete and orthogonal. We can assume that the set of acoustic

waveguide mode functions is complete. We obtain that the acoustic field can be expressed as:

v,(y,z) = Ea,,(z)v,.(y) (3)

5



T,(y,z) = •a. (z)T, (y); (4)

where
:", (bz.\

a.,(z) = el 2/ f_ (5)

= R •e f dy (6)

is the average power flow of the no' mode in the z direction per unit waveguide width (in the x direction)

and t(r) is the external traction exerted by the actuator..

1.2.3. IDEAL BONDING SOLUTION

In the case of ideal bonding solution, the shear stress in the bonding layer is concentrated at the ends.

t(b/2,z) = r [.5(z-a)-c5(z+a)]z if Izl •a (7)
10 if jzj >a

Substituting (7) in (5), we obtain:

a, (z) = BE±,eT'p- F(t) (8)

Where

B = aro (9)

Et -9-• (b/2) (10)
4P_

FP = J0(q -a)e±t'"d77 - f6(q + a) el-"dq. (II)

Function B is a constant depending on the excitation. Function E is the excitability function of mode v,

and F is the excitation function. Solving the integral (II), we obtain:
FP = +_2i sin f,6a. (12)

Substituting this equation in (8), we obtain:
•, (b/2)

a,_ (z) = iar, -1sinl ae'13" (13)

The NME technique developed is valid for isotropic and non-isotropic materials. In the case of non-

isotropic material the Poynting vector integral must be solved numerically. We will further expand

equation (13) for the case of isotropic materials and we will compare the results with the classical integral

transform solution and the experimental results.

(1) Symmetric Poynting Vector
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For symmetric mode and isotropic material, displacements are:

U& Biýs cos(acsy) + C/6s cos(,3sy)

U = -Bas sin (asy)-Ciýs sin (6s )y

where B = 2iý,sfl cos (,6s d) and C=(' 2 - 8s2) cos(asd). For the range of interest of our experiments (0-

1600 kHz mm), we can consider the ratio c/c,>J always. Hence flis always real.

BERe if fl, E Re
Cs1Im ifs elm' CE M Re

Case I

Al E Re U. EComplex fu = V +W.
[U.• Complex U, = X, + Y,

v, ==-iaV' - iJWW f , =-iW (V' - Wý
v,:=-io)X, - icoY, [ý = ia)o{X, - Y,)

Case 2

,6s E Im})U, E Complex f U, =V" +W,
I, uy E Complex [uy = X, + Y,

{V, =--iWoV, -- ioW' {f ý = ico (Vý' --W,

vy =-iWX,-iWYn [Y =-io (X, -iWY,)

Case 2 is the same of case I but with the opposite sign:

ýY=±iO( , pý -T-iW(V, -W" )

where V = Bi4s cos(asy), W=C/3s cos(flsy), X=-Bas sin (asy), and Y=-Ciýs sin(flsy). The Poynting

vector can be written as:

P_ = Re [ 2 J(iYT,

,P = ReW?

where

T• =#(z--&+--L- (14)

T, = a, + .u (4u)

T.=(A+2,)-gL-+ a-2y (15)
az ay

Substituting the expression of the displacement, we obtain:
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TI-I )l 2)sin ( fly)
T2,• =( ,-2iB•asas sin (asy)

T = [a2 + (A+ 2u)] B cos(asy)1(.)E +i2p4ýsIJsC cos (/6sy)

The expression in brackets of the first term of the left hand side can be rearranged as:

(A+ 2,u)4 2 + Aas
2 = (2+A2+2)(4s2 + as2)- 2pas2

(2= -2,uas 2 + (A + 21)4's2 + (A+ 2p)----(R + 2p)4.Q
C

= -2pas2+2 (A+ 2u)-0
C

P

Equation (8) becomes:

[Bi4, cos (as d)1

a+, (z) - F 0 L-Cfl8 cos (f,8 d)J sin (,8, a) er°lfZ
i P,

The strain can be derived as:

a, Jv, (z,y, t)dI Oa(z)v(y) .e.. td
Oz az az

i a(z) 4
E,= ---- v(y)e'.. = +-a(z)v(y)e-..

w0 Oz CO

(2) Antisymmetric Poynting Vector

For antisymmetric mode and isotropic material, displacements are:

uA (z, y, t) = (i•A A sin aAy- flA D sin flAY) e'( )

u A (Z',y ) (aAAcosaAy--tADcos fAy)e.( .Z-t)

where A = 2i4A/3A sin(flAd) and D=-(4A 2 -/JA')sin (aAd). aA is real if - Ž0, hence

Cp

2 0 2 2 _ 2 C2

>0 >0 ->> 0Ž1

2 (2 2
CP CC 2 C P o C P C

(At+2p)4, +2a•? :-2 m +g2 + g -2p a 2,
2(16)

=-2pa s 2 + 'P" 2 + 4•s2 = /1(42 + 8.2 - 2as2 )

Hence



[(4s + fl s -2as 2)B co s(asy ) e'( . ..

[+2iýs/isC cos (flsy)

Upon substitution in the Poynting vector and after solving the integral, we obtain:

(-•s (4 ,6 + ,2) )(B2+ d + C C s ( 36 - 'is) s ifn lsd cos 6sd

,'s

2 2 sina dcosa d
- 4 s (=(2 +T,-s2 -4as2)B2 s as

P2, =(TaRe _ +_,0 +'isF +'is (as -is)]BC -f8¶)d
sin(as -,6,)

-i(as- fl)[4 2-as 0s - 6s (as +,6sIBC sin (as +6 5) d

For the first mode of propagation the ratio c/c, is always less then I because c/cp<c/c.,<I, hence a is

always imaginary; j6 is always imaginary.

A Em VaA,6A,, DEIm (ifaAelm)

For
aA EIlMe)Revf V,-iWuý EIm iWu' (17)

[U{ clmivy =-iouy iRe -iou

The Poynting vector can be written as:

SR-[-R f (i.rT,• + i )Týdy (18)[- 2_-d

Substituting (22) in (23) we have:

jP, =Re - (icoul T5 --iwouT.)dy (19)
2-d

or

_, =Re[2f(uyT,-uJT,,)cy

For antisymmetric displacements, Equations (18) and (19) become:

I 2i4'AaAcos(acty)
T (A - +(ýA2 -_#'2 ) Dcos(flAy))

T. [ (A + 2,u) 4'A + AaA] ]A sin (a~y)1 '~
T-+2i,1A'iAD sin (flAy)

Substituting (20) in the latter, we obtain:
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T. 'A2 +,6A' - 2aA' ) A sin (CIAY)T = -I '• ..

L+2iýAflAD sin (/3AY) j

The Poynting vector (24) becomes upon substitution and integration

_i4AD' (ýA,2 3A6 ) sin(16A d)cos(,6Ad) + iA (A2- D2 )d( A 2 + 8,12)16.1
-iA 2, (ý'+l 2 4a ,sin (a d) COS(Cr d)
i-tAA (4A2+ ±A -4aA )--

P_ Re i aA s
,o -W ~+(atA~/3A)E34A2 +OtxfA/3+PA(aA +I3A)J ADsi[a fd

2 sin [(aA +-PA))d]+(aA-/6A )[3 + aA 1A+ )A (aA +)16AD ( aA -PA )

Equation (8) becomes:

a,, (z) sat u, (d) in (P6A a) eT'ýA/SP_

The strain can be derived as:

S0 Jv, (z, y, t)dt aa(z)v(y) fe-'"dt
az Oz Oz

i Sa(z)
- v(y)e.' = + - a(z)v(y)e-"'

c az oW

aT Au, (d)E, = -r -ý- u•(d sin (f,8 a) eTPz (y)e ...

2. TASK 2 - IN-SITU IMMITTANCE OF PWAS TRANSDUCERS

The electro-acoustic transfer functions of the transmitting and receiving PWAS transducers are

determined by the stress and strain coupling between the PWAS and the host structure. For a PWAS

transducer, the input immittance will depend on the intrinsic transducer capacitance C and on the effects

of acoustic radiation. In our investigation, we started from the simulation and experimental verification

for the immittance of free PWAS and then moved to the structure constrained bonded PWAS. We also

extended our analysis to numerical simulation of propagating Lamb waves excited through PWAS

transducers in the structure.

2.1. NUMERICAL SIMULATION OF ELECTRO/MECHANICAL IMPEDANCE OF FREE PWAS

The E/M impedance technique utilizes the direct and the converse electro-mechanical properties of

piezoelectric materials, allowing for the simultaneous actuation and sensing of the structural response.

The variation of the electro-mechanical impedance of piezoelectric sensor-actuators (wafer transducers)
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intimately bonded to the structure is monitored over a large frequency spectrum in the high kHz

frequency band. Their frequency response, the measured impedance parameters such as real and

imaginary parts, amplitude, phase, etc. serve as potential indicators of structural damage and reflects the

state of structural integrity. We started the impedance simulation with square and circular free PWAS.

Free PWAS were modeled with finite element coupled filed elements. Then time harmonic analyses were

performed on the free PWAS to obtain the electrical charge. With the data of electrical charge we then

calculated the electromechanical (E/M) impedance of the PWAS.

To employ the coupled field analysis of PWAS, coupled filed elements which could deal with both

mechanical and electrical fields are used to model the PWAS. The coupled field finite element we used is

a 3-D brick element that has eight nodes with up to six degrees of freedom at each node. When used for

piezoelectric analysis, it could have an extra electrical voltage DOF in addition to these displacement

DOFs; for each DOF of a node, there is a reaction force. Reaction force FX, FY, FZ corresponds to the

X,Y,Z displacement DOFs respectively and charge Q corresponds to the voltage DOF. We utilized this

charge Q to calculate the impedance data. For the coupled filed piezoelectric analysis, stress field and

electric field are coupled together so that change in one field will induce change in the other field. Thus

alternating electric voltage V can be direct applied on the coupled field elements as constrains and

electrical charge will accumulate as reaction force Q, and impedance Z is calculated as V/I where I is the

current value and V is the applied potential voltage. The current I comes from the accumulated charge on

the electrode surface of PWAS and it calculated as I = jtooQi, where w is the operating frequency, j is

Jfj and XQi is the summed nodal charge (nodal reaction load).When excited by an alternating electric

voltage the free PWAS acts as an electromechanical resonator. The modeling of a free PWAS is useful for

the understanding the electromechanical coupling between the mechanical vibration response and the

complex electrical response of the sensor.

Harmonic analysis was performed on the square and circular PWAS model to obtain the frequency

response of the electrical mechanical impedance. In the Harmonic analysis, excitation of sinusoidal

voltage was applied on the nodes at the top and bottom surface. The excitation signal will sweep a certain

frequency range as the commercial impedance analyzer does. When excited with alternating voltage,

electrical charge, i.e. the reaction force Q to the electrical potential was accumulated on the nodes at the

surface of PWAS elements. Then the impedance Z at sensor terminals is calculated as V/I where I is the

current and V is the applied potential.

The meshed squared PWAS is shown in Figure 2. The square is 7mm long, 7 mm wide and 0.2 mm

thick. The circular PWAS has a diameter of 7mm and a thickness of 0.2mm. The simulation of PWAS is

simplified by the use of symmetry conditions. Only the top right quarter of the PAS was modeled to

utilize the symmetry characteristic of the model. The PWAS was modeled using 3-D 8 nodes coupled
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field element that has 4 degrees of freedom at each node. This brick coupled field element is capable of

modeling piezoelectric materials with its VOLTAGE degree of freedom activated. For the nodes at both

the top and bottom surface, their VOLTAGE DOF were coupled to only one master node to simulate the

electrode surface of the PWAS. It will also simplify the solution process and thus can yields a faster

solution. When a PWAS is excited either electrically or mechanically, resonance my happen when the

response is very large. There could be of two types of resonance:

"* Electromechanical resonances

"* Mechanical resonances

Mechanical response takes place in the same condition as in a conventional elastic structure while

electromechanical resonances are specific to piezoelectric

materials. Electromechanical resonances reflect the coupling

between the mechanical and electrical variables, they happen

under electric excitation, which produces electromechanical

responses (i.e., both a mechanical vibration and a change in the

electric admittance and impedance). When a PWAS is excited

harmonically with a constant voltage at a given frequency, Figure 3 3-D mesh of square PWAS with

electrical resonance is associated with the situation in which a boundary conditions

device is drawing very large currents. At resonance, the admittance becomes very large while the

impedance goes to zero. As the admittance becomes very large, the current drawn under constant-voltage

excitation also becomes very large because I=Y.U. In piezoelectric devices, the mechanical response at

electrical resonance also becomes very large. This happens because the electromechanical coupling of the

piezoelectric materials transfers energy from the electrical input into the mechanical response.

Figure 4a and Figure 4b show the log-scale real and imaginary in which we can see the resonance part

of frequency response of admittance for a square PWAS (1=7 m, b=7mm,h=0.2mm,APC 850

Piezoceramic) excited by electrical potential signal sweeping from 100KHz to 1MHz. These figures show

some of the resonance behavior patterns of resonance, such as zigzags of the imaginary part and a sharp

peak of the real part.

To verify the result of the frequency response of PWAS E/M impedance, the simulation result was

compared to the experimental data acquired with the HP 4194A Impedance Analyzer. The impedance

measurements were done with 7 mm square PWAS (1=7mm, b=7mm, t=0.2mm, APC 850 Piezoceramic).

The comparison was plotted in Figure 5a and Figure 5b. From these comparisons we can see that the

experimental results are in fairly good agreement with the simulated result especially for the relative low

frequency range. The experimental curve shows an additional peak at around 920 kHz and that may be

due to the edge roughness generated during the manufacturing process.
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Figure 4 Frequency response of admittance of square PWAS (100 kHz - 1 MHz). (a) real part; (b) imaginary part
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Figure 5 Comparison of frequency response of impedance of square PWAS between simulated data and experimental

result (100 kHz - 2 MHz). (a) real part; (b) imaginary part

We continued our analysis on the circular PWAS with the same technique using an FE model of the

circular PWAS that has a diameter of 7mm and a thickness of 0.2mm. Admittance plots of circular PWAS

were given in Figure 6a and Figure 6b. Four resonance peaks were clearly visible and these peaks

corresponded to the first four in-plane radical motion mode. The simulated impedance data was then

compared to the impedance measurements of circular PWAS and the comparison were given in Figure 7a

and Figure 7b. These comparisons indicated a good agreement between finite element simulation and

experiments. We can also see that in high frequency range (1500 kHz - 2000 kHz), the simulated

impedance peaks shifted a little from that of the experimental measurements, that may be explained that

the element size and time step of harmonic analysis may not be appropriate at such high frequencies and

thus can not yield the correct results. The effect of element size and time step at high frequencies will be

explored in future work. According to previous discussion and comparisons, the overall conclusion could

be made that good agreement between the FE simulation of E/M impedance of free PWAS and

experimental data can be obtained with the coupled field analysis.
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Figure 6 Frequency response of admittance of circular PWAS (100 kHz - 1 MHz). (a) real part; (b) imaginary part
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Figure 7 Comparison of frequency response of impedance of circular PWAS between simulated data and experimental

result (100 kHz - 2 MHz). (a) real part; (b) imaginary part

2.2. NUMERICAL SIMULATION OF ELECTRO/MECHANICAL IMPEDANCE OF STRUCTURE

CONSTRAINED PWAS

This section presents the E/M impedance analysis of structures constrained PWAS. As stated in previous

section, the electro-mechanical (E/M) impedance method uses in-plane surface excitation to measure the

point wise mechanical impedance of the structure through the real part of the electrical impedance

measured at the sensor terminals. The measured impedance parameters such as real and imaginary parts,

amplitude, phase, etc. serve as potential indicators of structural damage. In this section we will first

examine the analytical solution of the structure constrained PWAS E/M impedance; second pure structure

FE analysis will be performed to infer the structure stiffness and then the PWAS impedance with the

analytical equations. Finally we will model the structure and the PWAS with coupled field element to

achieve a direct simulation of PWAS E/M impedance.
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2.2.1. ANAL YTICAL IMPEDANCE ANALYSIS OF I-D BEAM WITH PWAS

Consider a constrained PZT active sensor of length Ia, thickness t1 and width ba that undergoes

longitudinal expansion (u, ) induced by the thickness polarization electric field as shown in Figure 8.The

electric field( E = V /t ) is produced by the application of a harmonic voltage( V(t) = Ve'" ) between the

top and bottom surface(electrodes). When the PWAS is bonded to the structure, the structure will

constrain the PWAS motion with a structural stiffness k,. The overall structural stiffness, kstr, has been

split into two end components, each of size 2 k.,s for symmetry. The admittance and impedance

expressions for a PZT active sensor constrained by the structural substrate are

Y21- (1 _ (20)

Z = I [ I_ 2(I _ )] (21)

In that equation equivalent stiffness ratior = - , C and 2¢1 are PWAS related constants and ý9 are
rPZT

notation related to wave length and PWAS dimension.

Polarization,

X_ V, ýl,4

length 1. thickness t, width. b 2

Figure 8 PZT wafer active sensor constrained by an overall structural stiffness, kr

2.2.2. PWAS ElM IMPEDANCE ANALYSIS OF J-D BEAM WITH FE STRUCTURE SIMULATION

One-dimensional beam structures are easy to model, and the prediction of their natural frequencies and

vibration modes are fairly well understood, so a natural idea is to instrument the beam with PWAS and

study the dynamic characteristic of the beam through the frequency response of impedance. One further

step will be to perform damage detection of the beam structure when cracks are created on it. From the

above analytical discussion, we can see if we can find the structure stiffness, with the above equation,

E/M impedance can be obtained. The structure stiffness k,, of the beam can be derived by calculating the

response of structural substrate using the general theory of structural vibrations, thus the analytical

solution of the E/M impedance of 1-D beam constrained PWAS can be obtained. We can also employ

FEM to get the structure stiffness and calculate the impedance consequently. So, we will perform FE
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structure analysis on the structure to get the structure stiffness and then infer the E/M impedance. On the

I-D beam model, the PWAS is installed at the location of 40 mm from left hand end with standard

sensor-installation procedure. The size of the PWAS is almost the same as the height of the beam, so the

movement in longitude direction dominates, thus simplify the analysis. When the PWAS is excited, it will

exert force and bending moment onto the beam. The piezoelectric wafer is also intimately bonded to the

structure, such that the strain/displacement compatibility and stress/force equilibrium principles apply. As

the PZT material is activated electrically, strain is induced in the piezoelectric wafer, and interaction

forces and moments appear at the interface between the sensor and the structure. In the pin-force model,

the interaction force, FPZT, is assumed to act at the sensor boundary only. Induced by FPZT are

activation forces and moments (Na and Ma), which apply a pinching action to the structural surface and

generate structural waves.

Fpz=IFzyI e",N.=FpzT, M.F .. .. (22)2

The beam was modeled with shell element. Harmonic excitation of force and moment were exerted at the

borders of the PWAS to simulate the presence of the PWAS. The frequency response of the structure was

then obtained through harmonic analysis. Two DOFs, transition displacement in X direction UX and

rotation displacement in Y ROTY are used to calculate the structure frequency response function (FRF)

when harmonic analysis at the frequency range from 10 KHz to 300 KHz was performed. The relative

movement between the two edge points was used to calculate the axial and flexural frequency responses

function. Then overall structure stiffness was then obtained and substituted into the impedance and

admittance equation. Finally the FE derived impedance is compared to the analytical results and

experimental results acquired with commercial impedance analyzer as sown in Figure 9. We can see that

these results are in good agreement.

310D

0a~ 1W 'f V
o I;

Figure 9 Comparison of the real part impedance of PWAS attached on the 1-D beam showed good agreement
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2.2.3. IMPEDANCE ANALYSIS OF I-D BEAM WITH PWAS USING COUPLED FIELD FINITE

ELEMENT METHOD

The next step is to simulate the I-D beam structure and PWAS with coupled field element. With brick

coupled field element, the direct interaction between mechanical motion and electrical potentials could be

modeled in a nature way. The narrow beam and square PWAS were modeled with 3-d elements and the

PWAS was bonded on the surface of the beam structure. Different materials properties, steel and

piezoelectric material APC 850 were specified on the two objects modeled with different elements. The

adjacent nodes between the beam and the PWAS were "glued" together in ANSYS, which means the

strain and stress can be transferred from one of them to the other. Voltage DOFs were coupled for the

nodes of the PWAS at both the top and bottom surface to simulate the electrodes. Harmonic analysis was

performed to acquire the impedance data of the PWAS as done in the free PWAS analysis. Finally, the

comparison plot of impedance real part between experimental result, non coupled field FE simulation and

coupled field FE simulation was presented in Figure 10. From the comparison we can see that the

impedance data obtained from the coupled field analysis was very closely to the experimental structure

impedance data. These results validate the possibility of using the coupled field method to analyze and

simulate the structure with piezoelectric sensors.

RI~ZiI) t•.. .

- RX(t3)

SFEM
FEM Coplkd

0 S 10 Is 20 21 (0

a I(F f

Figure 10 Comparison of the real part impedance of PWAS attached on the 1-D beam showed good agreement

2.3. NUMERICAL SIMULATION OF WAVE PROPAGATION WITH PWAS

2.3.1. WAVE PROPAGATIONSIMULATION

In this section we study the wave propagation in structures excited by PWAS. Our investigation was first

focused on simple I-D wave-propagation studies that allow a simpler analysis and foster rapid

understanding. A narrow-strip aluminum beam (914mm long, 8 mm wide and 1.6 mm thick) as shown in

Figure I Ia was modeled using four-node shell element that has six degrees of freedom at each node. The
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shell element displayed both bending and membrane capabilities. The FEM also permitted the simulation

of cracks through the thickness. Figure I1 b shows a simulated crack placed transverse to the beam, along

the transverse symmetry line. The crack length is dictated by the number of released nodes. In order to

obtain better resolution for crack simulation, the discretization mesh was locally refined, as indicated in

Figure I I b.

57, 275Z= 457-7 657mm W-
0 o 0 oc 0

(a)j A 914.m D E

(b)

Figure 11 Wave propagation simulation (a) Narrow aluminum beam with PWAS sensors; (b) Mesh design of the beam

and crack refinement (center part)

To model the wave excitation and reception process, we first define several groups of finite elements that

cover certain areas on the beam to represent piezoelectric active sensor. The locations of these sensor

areas were shown in Figure I Ia. We can then apply excitations on these equivalent sensor areas and

examine the mechanical response acquired at simulated sensor areas. The positions of these sensors were

shown in Figure 11 a. The excitation signal considered in our studies consisted of a smoothed tone burst.

The smoothed tone burst was obtained from a pure tone burst of frequency f filtered through a Hanning

window. The Hanning window was described by the equation:

x(1) = -[- cos(2;r1/T, )],t c 10, T, ]
2

The number of counts, N., in the tone bursts matches the length of the Hanning window, i.e., TH = NR/f.

The tone burst excitation was chosen in order to excite coherent single-frequency waves. This aspect is

very important especially when dealing with dispersive waves (flexure, Rayleigh, Lamb, Love, etc). The

Hanning window smoothing was applied to reduce the excitation of frequency side lobes associated with

the sharp transition at the start and the end of a conventional tone burst. Two forms of the elastic wave

propagation were studied: the axial waves and the flexural waves. We applied function-generated load of

force and moment to the nodes delimiting the contour of these active areas. Consistent with the physical

phenomenon, the force applied to nodes representing opposite ends of the piezoelectric wafer had to be in

opposite phase. This ensures that the net effect on the structure is self-equilibrating. To generate axial

waves, we applied force on the nodes. While for flexural waves, we applied moments. The detection of

the elastic waves followed the same general principle as that applied to wave generation. The variables of

interest were the differences between the displacements at the opposing ends of the active sensor, i.e.,
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delta displacement for axial waves, and delta rotation for flexural waves. Figure 12a shows FEM

simulation of axial waves signal received at sensors A-E when the beam was excited with a 100 kHz five-

count Hanning-windowed axial burst at the left-hand end of the beam. It is easily appreciated how the

wave travels down the beam from A to E, then reflects at the right-hand end, and returns to A, followed

by repetition of this pattern. We observe that, at the beginning, the five counts of the smoothed tone-burst

excitation can be readily identified. As the wave travels further and undergoes reflections, its coherence

somehow diminishes, and some dispersion occurs. This loss of coherence may also be attributed to

accumulation of numerical error. Flexural wave was also simulated with a 100 KHz five-count Hanning-

windowed axial burst at the left-hand end as shown in Figure 12b. We note that the two burst wave

packages were apparent in the wave form and that's due to the reflection of the incident wave at the left-

hand end of the beam. We observe that the flexural wave speed is roughly half of that of axial wave, since

for the same distance; the flexural took roughly twice the traveling time.

oo~1O.42OE -0 '.OE U0 0 000GE-j.J- - SOE7 2000E- 2 50- 300M- 3500E- 400OE-a aEs Q4 04 04 04 04 04 04

(a) tiM. iec) (b) " "'

Figure 12 FEM simulation signals received at sensor A-E (100KHz five count smoothed tone-burst excitation at active

sensor A). (a) axial wave; (b) flexural wave

Figure 13 shows the FEM simulation of the pulse-echo method used for crack detection. The active

sensor placed at the left-hand end was used to send a 100 kHz five-count Hanning-windowed axial burst

and to receive the elastic wave responses. Three situations: no crack, 2 mm crack ad 6 mm crack were

presented. In a beam without crack, the initial signal and the reflection from the right-hand end appear. If

a 2 mm through-the-thickness transverse crack is simulated in the center of the beam, the reflection (echo)

from this crack also appears but the amplitude of reflection was quite small, when the crack length

increases from 2 mm to 6 mm, the amplitude of the reflection increases significantly. Figure 13b shows

the FEM simulation of the pulse-echo method used for crack detection with flexural wave. Three

situations: no crack, 2 mm crack ad 6 mm crack were presented. In a beam without crack, the initial signal

and the reflection from the right-hand end appear. We could observe similar result as in the case of axial

wave.
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Figure 13 FEM simulation of pulse echo method. (a) axial wave; (b) flexural wave

2.3.2. COUPLED FIELD WAVE PROPAGATION SIMULATION

In previous analysis, waves were generated by applying force or moments on the beam, thus different

modes of wave were separated and in some sense the real complex situation of wave composition and

interaction were simplified, another issue is that the way to sense the wave motion, in the simulations we

just discussed, pure structure response like relative displacement and rotation were used to analyze the

structure response, while the piezoelectric effect of PWAS were not taken in account. To solve these

issues, we will apply the coupled analysis on the structure, i.e., we will model PWAS directly with

coupled field elements, excite the PWAS with electrical signals, and examine the electrical response of

PWAS to the wave motion. Same beam with PWAS put at same

positions were studied. The PWAS model were constructed with solid

elements and attached on the beam model. Part of the specimen was

shown in Figure 14. Bottom surface of the solid PWAS model was

supposed to the beam surface and thus mechanical motion will be

transferred between the two models. Similar five count tone burst was Figure 14 Mesh design of the beam

used to excite the structure. The difference here is that the excitation and PWAS model

signals this time will be electrical voltage directly fed onto the top surface of the PWAS, simulating the

operation as in real applications.

Similar simulation results were presented in Figure I5a and Figure 15b. Figure 15a shows the

electrical signals receive at sensor A to sensor E as shown in Figure I Ia. We could observe that because

when the PWAS was excited by electrical signals, the generated wave will incorporate both axial mode

and flexural mode, thus making the wave packet more complex than the signal excitation situation. We

also simulate the effect of crack to the wave propagation. We put a 6mm crack at the symmetry line of he

beam as in the previous analysis and record the electrical signals received at these PWAS. From Figure

15b we can see that the existence of the crack does affect the wave and echo from the crack could be
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detected. Due to the page limitation, more details of the coupled field analysis will be discussed in future

papers.
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Figure 15 FEM simulation of pulse echo method. (a) axial wave; (b) flexural wave

3. SUPPORTING EXPERIMENTS FOR TASKS I AND 2

Experiments have been performed to validate the theoretical predictions and improve the theoretical

model. The essential Lamb-wave dispersion curves, the energy spreading due to 2-D effects, and the

Lamb-wave "sweet-spot" mode tuning effects have been measured. The transmitted and received power

and energy for both continuous and tone-burst excitation have been determined. The in-situ PWAS

immittance over a wide frequency range has been measured. Nonlinear saturation effects associated with

signal amplitude and transmitted power have also been considered.

3.1. PWAS TUNING THEORETICAL AND EXPERIMENTAL RESULTS

The strain equations (I) and Error! Reference source not found, were coded into a Matlab program.

The program gives the tuning curves of the structures for a given PWAS length, plate materials properties

and thickness, and frequency range. Pitch-catch experiments were performed in which one PWAS served

as Lamb waves transmitter and another PWAS served as receiver. The predicted values were compared

with the experimental results. The signal used in the experiments was a Hanning-windowed tone burst

with 3 counts. The signal was generated with a function generator (Hewlett Packard 33120A) and sent

through an amplifier (Krohn-Hite model 7602) to the transmitter PWAS. A data acquisition instrument

(Tektronix TDS5034B) was used to measure the signal measured by the receiver PWAS. Several plates

were used in the experiments: (1) aluminum alloy 2024-T3 with 1.07 mm thickness and 1222 mm 1063

mm size; (2) aluminum alloy 6061-T8 with 3.15 mm thickness and 505 mm x 503 mm size; (3) aluminum

alloy 2024-T3 with 3.15 mm thickness and 1209 mm x 1209 mm size . In each experiment, we used a

pair of PWAS at a distance 250 mm from one another. One PWAS was used as transmitter and the other

as receiver. The frequency of the signal was swept from 10 to 700 kHz in steps of 20 kHz. At each
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frequency, we collected the wave amplitude and the time of flight for both the symmetric mode and the

antisymmetric modes.

3.1.1. SQUARE PWAS

Square PWAS 7 mm long, 0.2 mm thick (American Piezo Ceramics APC-850) were used on two

aluminum 2024-T3 plates of different thickness (1.07 mm and 3.15 mm) and one aluminum 6061-T8

plate of 3.15 mm thickness.

Experiments were conducted on 2024-T3 plate with 1.07 mm thickness and 1222 mm x 1063 mm size

In this experiment, PWAS were located at the center of the plate in order to avoid interference with the

reflection from the boundaries. The group velocity of the SO mode was detected with no difficulties at

each frequency. The AO mode was followed closely at each frequency, but, for frequencies where the

wave amplitude was closer to zero, the experimental values were more distant from the predicted values.

Figure 16a shows the experimental data of the wave amplitude for the SO and AO modes. Figure 16b

shows the predicted values of the wave amplitude for the SO and AO modes for an effective PWAS length

of 6.4 mm. For this effective PWAS length value, we obtain the best agreement between experiments and

predictions. In the development of the theory, it was assumed that there was ideal bonding between the

PWAS and the plate. This assumption means that the stresses between the transducers and the plate are

fully transferred at the PWAS ends. In reality, the stresses are transferred over a region adjacent to the

PWAS ends (Figure Ic). The experimental and theoretical values of the tuning are in good agreement

(Figure 16). The first minimum of the AO mode, both in the experimental graph and in the predicted

graph, is found around 210 kHz. At this frequency, the SO mode amplitude is nonzero and increasing. The

theory also predicts the SO maximum should happen at the same frequency as the second AO maximum;

this prediction was also verified by the experiments.
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Figure 16 Square PWAS tuning: aluminum 2024-T3,1.07 mm thickness, 7 mm square PWAS. (a) experimental data-, (b)

prediction with equation (1)
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Experiments were also conducted on 2024-T3 plate with 3.15 mm thickness and 1209 mm x 1209 mm

size. In this thicker plate, three Lamb wave modes (SO, AO, Al) exist in the testing frequency range.

Figure 17 shows the group velocity for the SO, AO and Al modes. The experimental data is close to the

predicted values for frequencies up to 550 kHz. Above this frequency, the group velocities of these three

Lamb wave modes come into a common nexus. Hence, the three waves are too close and too dispersive to

be measured accurately. In particular, it was found difficult to determine which wave represents the AO

mode and which represents the A l mode. Figure 18a shows the experimental data of the amplitude of the

AO, SO wave, while Figure 18b shows the predicted values. The experimental and predicted values are in

accordance up to 550 kHz. The SO maximum is close to the AO minimum at around 360 kHz. The A I

mode has also been detected.
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Figure 17 Group velocity: Aluminum 2024-T3, 3.15 mm thickness, 7 mm square PWAS
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Figure 18 Square PWAS tuning: Aluminum 2024-T3, 3.15 mm thickness, 7 mm Square PWAS. (a) experimental data;

(b) prediction with equation (1)

The last experiments were on 6061-T8 plate with 3.15 mm thickness and 505 mm x 503 mm size. The

results were similar to those on the plate 1209 mm x 1209 mm, 3.15mm thick except for presence of
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boundary reflections. The data followed the predicted values quite closely. At frequencies between 500

kHz and 700 kHz, both plates showed the presence of three modes, SO, A0, and Al. Figure 19 shows that

at these high frequencies, their group velocities are close to each other and that both the SO mode and the

A l mode are dispersive. The three wave packets are close to each other and a superposition effect starts to

manifest, e.g., the tail of one wave packet interferes with the head of the next one. This superposition

forms apparent decreases and increases of the actual packet amplitude. For example, Figure 19 shows the

three wave packets at two different frequencies, 450 kHz and 570 kHz. At 450 kHz, it is possible to

determine the location and amplitude of the SO mode while the superposition effect of the SO tail with the

AO and Al modes makes it difficult to determine the location and amplitude of the AO and Al waves. At

550 kHz, it is possible to determine the location and amplitude of SO and that of a second wave, which

could be either the AO or the Al mode. The distinction between AO and Al modes is difficult to

determine, because it is difficult to follow their progression along the dispersion curves during the change

of frequency. The third wave location and amplitude is approximate because the tails of the two other

modes superpose with the third mode.

0 AO AlI

450 kHz

S0  Y0 kHz

A0

Figure 19 Wave propagation from the Oscilloscope at 450 kHz and 570 kHz

The effects described above were even more pronounced in the small plate of size 504 mm x 501 mm.

Above 450 kHz, it was difficult to locate the three waves, and the collected data seemed to be more

distant from the predicted values. Moreover, the signal was disturbed by the reflection from the

boundaries. Figure 20 compares the wave propagation of a 250 kHz tone burst in two 3.15 mm thick

plates of different sizes. The boundary effects were much more pronounced in the small plate, where the

reflection from the boundary was already affecting the slower AO mode. At 570 kHz, the superposition of

the waves and the presence of the boundary reflection in the small plate made it quite difficult to

determine the location and amplitude of the three modes.
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Figure 20 Waves propagation (a) 270 kHz: (b) 570 kHz

3.1.2. ROUND PWAS

Experiments with round PWAS diameter 7 mm, 0.2 mm thick (American Piezo Ceramics APC-850) were

performed on two aluminum 2024-T3 plates of different thickness (1.07 mm and 3.15 mm). The results

were found to be quite similar to those for square PWAS and, for sake of brevity, will not be reported

here.

3.1.3. RECTANGULAR PWAS

Rectangular PWAS of high aspect ratio were tested to examine the directional tuning of Lamb waves.

Three rectangular PWAS of 25 mm x 5 mm size, and 0.15 mm thickness (Steiner & Martin) were used.

The experiment configuration is shown in Figure 21. PWAS PI was the transmitter and PWAS P2 and P3

were the receivers. Two experiments are reported: PWAS PI - P2; PWAS PI - P3.

T P3

250 rm

• T5mm

S250 mm --.

Figure 21 Aluminum plate 2024-T3 1.07 mm thick with rectangular PWAS

(1) Transmitter P1, receiver P2

Figure 22a shows the experimental and predicted group velocity values. The AO mode has been detected
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well for frequencies below 400 kHz. The SO mode shows a dispersion behavior in the experimental data

at low frequency. The experimental data of the tuning is quite different from the predicted values (Figure

22b and Figure 23b). For the transmission from Pl to P2 the amplitude of the signal was very low

compared with that of the other experiments. A new experiment was conducted sweeping the frequency

from 25 kHz to 250 kHz at steps of 3 kHz. The intent of the new experiment was to visualize the three

jumps of the AO mode as shown in Figure 23b. Figure 23a shows the experimental values of the wave

amplitude for frequency up to 250 kHz taken with steps of 3 kHz. The small steps we used to collect the

data let us to detect the three maximum in the AO mode that where not visible in the graph. The first two

maxima are in accordance with the predicted values, while the third is at a higher frequency than that

predicted. The SO maximum is in accordance with the predicted values (Figure 23b). The value of the

theoretical PWAS that best predicts the experimental behavior is 24.8 mm. It is interesting to note that

when the receiver is along the line of the bigger dimension of the transmitter, the PWAS behaves as a

square PWAS 25x25 mm long.
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Figure 22 Plate 2024-T3, 1.07 mm thickness. Rectangular PWAS (P1-P2). (a) Group velocity; (b) Experimental data
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Figure 23 Plate 2024-T3, 1.07 mm thickness. Rectangular PWAS (P1-P2). (a) experimental data; (b) prediction data
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(2) Transmitter P1, receiver P3

Figure 24a shows the experimental and predicted group velocity values with P1 as transmitter and P3 as

receiver. AO and SO modes were detected well. The AO mode location was hard to determine in the

frequency over 300 kHz. Figure 24b shows the experimental values of the wave amplitude for the AO and

SO modes. Both the AO minimum and the AO maximum are in accordance with the predicted values. The

SO mode has one maximum in both Figure 24b and Figure 25 but their location are different. Regarding

the tuning, the predicted values were useful in detecting the frequency range to be used. The value of the

theoretical PWAS that best predicts the experimental behavior seemed to be 4.5 mm.
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Figure 24 Plate 2024-T3, 107 mm thickness; rectangular PWAS (P1-P3). (a) Group velocity; (b) Experimental data
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Figure 25 Tuning on plate 2024-T3, 1.07 mnm thick; rectangular PWAS (P1-P3). Prediction with equation (1)
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Table 1 Actual and effective PWAS length

Real PWAS Effective PWAS % of effective % of non effective

length length PWAS PWAS

25 mm 24.8 mm 99.2% 0.8%

7 mm 6.4 mm 91.4% 8.6%

5 mm 4.5 mm 90% 10%

3.2. PWAS TUNING APPLICATIONS

This section shows that the capability to excite only one desired Lamb wave mode is critical for practical

applications such as PWAS phased array technique and the time reversal process. In PWAS phased array

applications, the assumption of the presence of a single low-dispersion Lamb wave mode (SO) is invoked.

Since several Lamb wave modes traveling at different speeds would disturb the damage imaging results.

Examples are given of correctly tuned EUSR images vs. detuned cases, which illustrate the paramount

importance of Lamb wave mode tuning. In the TRP study, an input wave packet is reconstructed at a

transmission PWAS when the signal recorded at the receiving PWAS is reversed in the time domain and

transmitted back to the original PWAS. Ideally, TRP could be used for damage detection without a prior

baseline. However, the application of TRP to Lamb-waves SHM is impended by the dispersive and

multimodal nature of the Lamb waves. The presence of more then one mode usually produces additional

wave packets on both sides of the original wave packet due to the coupling of the Lamb-wave modes. The

PWAS Lamb-wave tuning technique described in this paper is used to resolve the side packets problem.

Several tuning cases are illustrated. It is found that the 30 kHz tuning of the AO Lamb-wave mode with a

16-count smoothed tone burst leads to the complete elimination of the side wave packets. However, the

elimination was less perfect for the 290 kHz tuning of the SO mode due to the frequency sidebands

present in the tone-burst wave packet.

3.2.1. PWAS PHASED ARRAYAPPLICATION

The concept of PWAS guided Lamb wave phased array utilizes an array of M closely spaced PWAS that

are permanently attached to the structures and interrogate it at will (Giurgiutiu and Bao 2004). The wave

pattern generated by the phased array is the result of the superposition of the waves generated by each

individual element. By sequentially firing the individual elements of an array transducer at slightly

different times, the ultrasonic wave front can be focused or steered in a specific direction. Thus, sweeping

and/or refocusing of the beam is achieved electronically without physically manipulating the transducers.

As discussed earlier, Lamb waves can exist in a number of dispersive modes that can simultaneously

exist at any given frequency However, through smoothed tone-burst excitation of carrier frequencyf. and
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frequency tuning, it is possible to confine the excitation to a particular Lamb wave mode, of wave speed

c, and wave length X/f•. Consider for example the structural health monitoring of a thin-wall structure

using Lamb waves. For a 1-mm wall thickness and an operation frequency range of 0-1000 kHz, two

Lamb wave modes (AO and SO) exist simultaneously. However, there are frequency values where one of

the two modes is nearly suppressed. For example, for a 7-mm square PWAS at very low frequency (5 to

100 kHz), SO mode vibration is very small and the AO mode dominates (Figure 26a). Similarly, at

frequency 210 kHz, SO dominates and AO barely exist. Group velocity frequency plots of SO and AO

modes are shown in Figure 26b. We can see that within the 0-1000 kHz range, the SO mode velocity is

almost constant, i.e., the SO mode is much less dispersive compared to the AO mode. This observation is

consistent with the fact that, usually in Lamb wave NDE/SHM applications, AO mode is used for the

detection of surface defects and disbonds/delaminations while SO mode is used for through the thickness

damage detection. Therefore, for crack detection using PWAS phased array, the SO mode excitation is

expected to give much better results. In addition, to obtain a high quality EUSR scanning image, we also

need the response of the SO Lamb wave mode to be sufficiently strong, thus carrying well the information

about damage location and size. Another factor to be concerned during the frequency tuning is the ratio of

d/X. Our previous research has found out that this ratio should be smaller than or equal to 0.5 in order to

observe the sampling theorem (otherwise a disturbing lobe called grating lobe may present). While within

the effective range, larger d/. value is desired since it offers better directivity, known as thinner mainlobe

width. Scanning with a phased array having good directivity will give a more correct indication of the

crack size. Due to the relation X=c/f, we see that higher tuning frequency should be used for larger dIX

values. Therefore, the objective of frequency tuning applied to the PWAS phased arrays is to find an

excitation frequency high enough and at which the response signal will have high S0/AO ratio (in terms of

magnitude) as well as high signal-noise-ratio (SNR) while observing the sampling theorem.
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Figure 26 Frequency tuning for crack detection in a 1 mm thick aluminum plate specimen. (a) strain-frequency plot; (b)

group velocity-frequency plot
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The specimen used in the experiments was a 1220 mm square 1-mm thick panel of 2024-T3 Al-clad

aircraft grade sheet metal stock. The crack is placed on a line midway between the center of the plate and

its upper edge. The crack is 19 mm long, 0.127 mm wide. The crack is placed at broadside w.r.t. the phase

array at coordinates (0, 0.305 m), i.e., at r=305 mm, €0 =900 (Figure 27a). The PWAS phased array was

placed on a straight line in the center of the plate. During the Lamb-wave tuning procedure, both pitch-

catch and pulse-echo methods were employed to find out the best tuning frequencies. The experimental

voltage measurement obtained from pitch catch experiment is shown in Figure 27b. After tuning, EUSR

experiments are conducted at the tuning frequency 300 kHz and as well at 450 kHz for understanding the

significance of frequency tuning. EUSR scanning image results are shown in Figure 28.

T Vot-------------.610 mm 0

broadsside 6m -*.- SO
(24.00 in) mAO

- - rabo(SO/AO)

305 mm

PWAS array
570mm * mm

(22.45 in)- , .,

90 M50 21,0 270 330 390 450
1220-mm sq., 1-mm thick 2024 T3 f kHz

(22.45-in sq., 0.040-in thick)

Figure 27 PWAS mode tuning for phased array application. (a) specimen layout; (b) experimental tuning curves

° " . . .. .. ... . .. 7*.. .1 .. ... .. ... .. ... ... n-j0 / -x - 1111 I--EU S 1 .im age1 - ' ... ... .. .. . .. . . .. .....11-IIII . 1 .. . 1 1... . 1 ... . , " -
0.6 --.- EUSR image EUSR image

30_k --- ,-- 450 kHz-=

04 - .

0.1 =-- - ...... . . . . r -

0. .....--. .- . .. ... . . .... .. - I-- . ... - ... I . .. .____

A-scan @ 300 kHz A-scan @ 450 kHz

(a) (b)
Figure 28 EUSR inspection using frequency tuning. (a) EUSR mapped image at 300 kHz tuning frequency; (b) EUSR

image at 450 kHz
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3.2.2. TIME REVERSAL METHOD

Time reversal invariance of the acoustic wave equations means that, for every burst of sound diverging

from a source-and possibly reflected, refracted, or scattered by any propagation medium-there exists, in

theory, a set of waves that precisely retrace all of these complex paths and converges in synchrony, at the

original source, as if time were progressing backward. In this section, we will show that this effect (which

hinders the use of time reversal procedure with Lamb-wave SHM) can be alleviated through the Lamb-

wave tuning method discovered in this project.

Computations are first processed in frequency domain to calculate input signal V,, and structure

transfer function G(w), for discrete values of (o. In the second step, an inverse Fourier transform is

performed to derive the dispersed forward wave V, in time domain. Next, this forward wave is time

reversed and denoted as signal Vy. Lastly, repeat first two steps but replace V,, with Vy, the input signal is

reconstructed as V,,,. If V,, is symmetric, V,,, is in phase with Vi,. If V,, is asymmetric, Vo,, should be time

reversed to be in phase with Vi,. The relationship between Vo,,, and V,, is governed by the following

equation:

Vout(t) = IFFT{Y(o). G(o)} = IFFT{Vin(-a). G(o)2 }1 (23)

where IFFT{ } denotes inverse Fourier transform , time-reversal property of Fourier transform was used

in the deduction. Note that JG(co)l2 is the frequency-dependent transfer function that affects the wave

propagation through the medium.

For Lamb waves with only two modes (AO and SO) excited, the G(w) function can be written as

G(co) = S(o)e-'4• + A(wo)e-'`x (24)

where S(w) = -i a') sin(ýsa) Ns (ýS)/Drs,(s) , A(w) = -i a"° sin(4Aa) NA (A)/DA,(aA) ,=/c, c represents
pu p

the phase velocity. Thus,

IG(o,)l' = Is(w)12 + IA(c,)lI + S(wo)A* (w)e-'(e-') + S*(co)A(wo)e`ý5 _?A). (25)

where * denotes complex conjugate, and IS(ao)12, IA(Qo)[ are a series of real numbers. Substitute Eq. (25)

into Eq. (23), the first and the second terms on the R.H.S. of Eq. (25) will introduce together one wave

packet at the excitation point, while the third and fourth terms will introduce two extra wave packets in

the reconstructed wave Vo,, in time domain respectively.

The positions of these extra wave packets can be predicted using Fourier transform property of

right/left shift in time. Hence, for Lamb wave with two modes (SO mode and AO mode), the reconstructed

wave Vo,, will contain three wave packets. The input signal is not fully reconstructed in this case. This
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theoretical deduction explains the experimental observations of other researchers. However, this situation

could be alleviated if single mode-Lamb wave could be excited. For single-mode Lamb wave (e.g.,

assume SO mode is dominant after frequency tuning), G(wo) function can be written as

G(co) = S(co)e-' (26)

Thus, V,,, in Eq. (23) has the same phase spectrum as the time-reversed V,, (if V,, is symmetric, time-

reversed V, is identical to V,,), and the magnitude spectrum of V0,, equals the magnitude spectrum of V,,

modulated with IG(o0)i 2 . For narrow-band excitation, IG(W)1 2 can be assumed to be constant. In this case,

V,,,, contains one wave packet representing a perfect reconstruction of the input signal V,,. If IG(wo)l 2

varies considerably in the excitation frequency band, the reconstructed signal V,,,, still contains one wave

packet but may or may not have a similar shape of the input signal V,,.

We have shown in the previous section that, in order to fully reconstruct the input Lamb wave signal

with the time reversal procedure, the input signal should be tuned to a frequency point where only one

Lamb wave mode is dominant. To achieve this, a narrow-band input signal is always preferred. In our

simulation, we considered two 6.4-mm round PWAS, one as transmitter and the other one as receiver, 400

mm apart on a 1 mm aluminum plate. Figure 29 shows the normalized strain plots of Lamb-wave AO

mode and SO mode of a I mm aluminum plate. Note that the strains of two Lamb wave modes are

frequency-dependent.

, A mode / SO mode
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Figure 29 Predicted Lamb wave response of a 1-mm aluminum plate under PWAS excitation: normalized strain

response for a 7-mm round PWAS (6.4 mm equivalent length)

A number of narrow-band tone bursts (16-count Harming windowed) of different carrier frequencies

were tested and the input signal was reconstructed using the time-reversal method. Figure 30, Figure 31

and Figure 32 show the reconstructed waves and residual waves obtained after applying the time reversal

method. The input signals were 16-count tone bursts with 500 kHz, 290 kHz and 30 kHz carrier

frequency, respectively. The first frequency corresponds to a case in which both the AO and the SO modes

are excited. The second frequency corresponds to a preferential excitation (tuning) of the SO mode,

whereas the third frequency corresponds to the preferential excitation (tuning) of the AO mode. These
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three cases are discussed in detail next. As indicated in Figure 29, AO mode and SO mode show similar

strength around 500 kHz. Therefore, both wave modes are excited by the 500 kHz tone burst.

Subsequently, the time-reversed reconstructed wave (Figure 30) displays two big residual wave packets to

the left and right of the reconstructed wave. This is exactly the case observed experimentally by [13]. In

contrast, as indicated by Figure 29, the 290 kHz frequency generates a tuning of the SO mode., When the

SO mode is dominant, the reconstructed waveform is getting much better with much smaller residual

packets. However, as shown in Figure 31, there are still some small residual wave packets, to the left and

to the right of the main reconstructed wave. The reason for these residual wave packets is that the 16-

count tone burst has a finite bandwidth, and hence a small amplitude residual AO mode gets excited

besides the dominant SO mode. To eliminate the residual waves, a tone burst with increased count

number, i.e., narrower bandwidth, should be used. However, the signal will become long in time duration

and lost its resolution in time domain. If we excite with a low frequency, such as 30 kHz, we find from

Figure 29 that the AO mode is dominant while the SO mode is very weak. In addition, at these lower

frequencies, the bandwidth of the 16-count tone burst input signal becomes narrower in actual kHz values

as compared with the high-frequency bands. Hence, as indicated in Figure 32, the 30 kHz test signal

resulted in a very good reconstruction with the time-reversal method. We see from Figure 32, that the AO

mode dominates and that the narrow-band input signal was perfectly reconstructed by the time-reversal

method, with practically no residual wave packets being observed.

Another important fact studied in our simulation was the relative amplitude of the reconstructed wave

and the residual wave packets obtained during the time-reversal process at various excitation frequencies.

Figure 33 shows the plots of the reconstructed wave packet amplitude and of the residual wave packets

amplitudes over a wide frequency range (10 kHz - 1100 kHz). As it can be seen, for an input signal with

fixed number of counts (here, a 16-count tone burst), the residual wave packets amplitudes vary with

respect to input signal tuning frequency. The residual reaches local minimum values and local maximum

values at certain tuning frequency points. Hence, frequency tuning technique can be used to select the

optimized input signal frequency that will improve the reconstruction of the Lamb wave input signal with

the time-reversal procedure, thus giving a much cleaner indication of damage presence, when damage in

the structure is detected through the break down of the time reversal process. For example, for the PWAS

size of 7mm and plate thickness of 1mm considered in our simulation. Figure 33 indicates that, the 30

kHz, the 300 kHz, the 750 kHz, and probably the 1010 kHz would be optimal excitation frequencies to be

used with the time reversal damage detection procedure for this particular specimen and PWAS types.
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Figure 30 Untuned time reversal: reconstructed input using 16-count tone burst with 500k Hz carrier frequency; strong

residual signals due to multimode Lamb waves are present.
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Figure 31 Time reversal with SO Lamb wave mode tuning : reconstructed input using 16-count tone burst with 290 kHz

carrier frequency; weak residual wave packets due to residual AO mode component are still present due to the

side band frequencies present in the tone burst
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Figure 32 Time reversal with AO Lamb mode tuning: reconstructed input using 16-count tone burst with 30 kHz camrier

frequency; no residual wave packets are present
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Figure 33 Reconstructed wave and residual wave in terms of their maximum amplitudes using 16-count tone burst over

wide frequency range (10 kHz - 1100 kHz)

4. WORK BEYOND THE ORIGINAL PROPOSAL

This project has resolved fundamental aspects of PWAS interaction with metallic structures and develops

methods to maximize PWAS effectiveness in embedded ultrasonic NDE of metallic structures. These

results are valuable for the structural health monitoring of the Air Force's aging aircraft fleet, which raises

most of the present-day maintenance problems. We have extended the present analysis to address the

following issues.

4.1. IN-SITU FABRICATED SMART MATERIALS ACTIVE SENSOR

The focus of this investigation is to investigate alternate ways of creating PWAS that have better

properties and durability that those currently employed. One way is that of in-situ PWAS fabrication

using composite fabrication techniques. The piezoelectric composites have the advantage that electric

signals can be collected directly, whereas in the case of piezomagnetic composites magnetic flux probes

had to be used. Our purpose in pursuing the fabrication of piezoelectric composites was to eventually be

able to achieve in-situ fabrication of PWAS of a quality comparable with that of ceramic PWAS. By

fabricating the PWAS directly onto the structure a seamless bond would be achieved between the PWAS

and the structure that would be impervious to environmental attacks can be created. Thus, we will

eliminate the "weak link" in the present use of bonded PWAS and achieve a long time durability of the

embedded sensory system.
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4.1.1. PREPARA TION AND FABRICATION

The epoxy resin used in the fabrication of the piezoelectric composite PWAS was EPO-TEK 301-2 from

Epoxy Technology, Inc. This epoxy has a good handling property, high dielectric strength and a low

viscosity. The mixture ratio for the epoxy part "A" and part "B" (hardener) is specified as 1: 0.35 by the

supplier and was followed in this study. The PZT particles in the composite PWAS were PZT-5B

powders from Morgan Electro Ceramics. PZT-5B powders have a high sensitivity and high time stability

(Figure 34). The silver paint used for creating the electrodes was acquired from SPI Supplies and

Structure Probe, Inc. The poling workstation consists of an oven, a constant DC power supply, a high

voltage power supply, a multimeter and a thermometer.

(a) (b)

Figure 34 Composite PWAS experiments: materials used; (b) Composite PWAS sample fabricated on a thin aluminum

plate was used in measuring the impact waves

Then the surface of host structure was cleaned and put a mask. The mask has a 7mm diameter, 0.2mm

thickness hole and its center is in the desired position. PZT powder with a weight fraction of 85% was

added to the epoxy matrix phase and was stirred thoroughly. The paste was then spread into the mask and

let it cure at an elevated temperature (50 degree C) until hard. Remove excess and sand it down to final

thickness. A small piece of copper foil was applied to one side of the cured composite PWAS to form an

electrode. After curing and electroding had been completed, poling of the composite PWAS was

subsequently carried out to activate its piezoelectric effect. A constant DC voltage of I kV was applied to

the composite PWAS to pole the sample for four hours at 80 degree C.

4.1.2. CHARACTERIZATION AND IMPACT TEST

We measured the final size of the composite PWAS. It is 7mm diameter and 0.2mm thickness which is

same as the traditional PWAS. The electricity of the composite PWAS was measured before and after

poling. The resistance is greater than 40 M 2 before and after poling. The resistivity is higher than 40 M

Q m. The capacitance of composite is only 0.02nF which is lower than the traditional PWAS value 3nF.
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The effectiveness of the composite PWAS for impact was investigated based on an impact test setup

show in Figure 34b. Impact point showed in the Figure 34b and it is 20mm away from the center of the

composite PWAS. The output of the composite PWAS was measured simply as a voltage signal using a

digital oscilloscope. We measured the voltage signal before and after poling (Figure 35). Before poling,

the voltage signal damped out very soon. After poling, we can find the voltage amplitude is much higher

than that before poling. And it also shows some vibration signal after the impact. From this figure, it is

seen that upon hit, the beam vibrated first and then slowly damped out. The composite PWAS have a

good repeatability in its output signal when subjected to similar impact forces.
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Figure 35 electric voltage signal measured by the impact hammer, (a) before poling (b) after poling

4.2. PWAS LAMB WAVE GENERATION ON COMPOSITE PLATES

4.2.1. PWAS LAMB WAVE DISPERSION CURVES

The test on composite specimens was performed to derive the probability of detection curves for PWAS

Lamb wave generation and detection on composite structures. A quasi-isotropic plate [(0/45/90/-45)2,] has

been studied. The layer material is A534/AF252. From the theoretical analysis, it is possible to extract the

first 3 modes of interest. Figure 36 shows the theoretical and experimental data curves. The theoretical

and experimental data for the AO mode are in quite good agreement; theoretical and experimental data for

the SH and SO modes are also in good correlation with each other for low frequencies. At higher

frequencies, where the two waves are closer, it is difficult to determine experimentally the wave location

due to their superposition and dispersion.
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Figure 36 Group velocities for a quasi-isotropic plate using theoretical values (solid lines) and experimental values (dot

lines)

4.2.2. PWAS LAMB WAVE TUNING

Pitch-catch experiments were performed on a composite plate in which one PWAS served as transmitter

and another PWAS served as receiver. Specimen layout is shown in Figure 37a. The data received by

PWAS #3 on 90* fiber direction were analyzed. Clay dam was used around the boundary to attenuate the

boundary reflections. During the experiments two modes were detected, SO and AO modes. The SH0

mode was not possible to be located. The experiments were performed without an amplifier. The SO

amplitude was always quite low and at frequency above 140 kHz, the wave amplitude was of the order of

magnitude of the noise. Figure 37b shows the experimental data. Normal mode expansion theory was

used to derive the theoretical prediction of the tuning curves. Both AO and SO modes were scaled of the

same amount to compare them to the experimental data. The AO mode tuning curve predicts the

frequency at which the AO amplitude reaches a maximum with good accuracy. For the SO mode, however,

the theoretical and experimental results are not in agreement.
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Figure 37 PWAS Lamb wave tuning on composite plate (solid line - theoretical results; dot line - experimental results)
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SIGNIFICANCE OF THE ACCOMPLISHMENTS

The emerging field of embedded ultrasonic NDE has the potential to produce fundamental changes in

structural health monitoring, damage detection, and non-destructive evaluation by using small

inexpensive and unobtrusive transducers that are permanently attached to the structure and can be

interrogated at will. Piezoelectric wafer active sensors (PWAS) are the enabling technology for

implementing embedded ultrasonic NDE. PWAS are about the only transducers that can be embedded in

large numbers in the structure without extensive cost and weight penalty. In this funded research, the

fundamental aspects of the PWAS-structure interaction have been intensively studied and verified based

on experimental explorations. The PWAS Lamb wave tuning addressed the fundamental aspects of the

interaction between PWAS and structure during embedded ultrasonic NDE, and also addressed a practical

need and filled a gap in the modeling and analysis of this new technology. The project increased the

understanding and generated the analysis\simulation tools for embedded ultrasonic NDE systems design.

The outcomes are:

1. Comprehensive predictive model to explain how PWAS mounted on thin-wall structures excite

and detect Lamb waves. Identify Lamb mode tuning conditions for maximum excitation/detection

2. Analysis of the in-situ PWAS immittance in interaction with Lamb waves traveling in the thin-

wall structure

The predictive models developed in this project contribute to the design of embedded ultrasonic NDE

networks that achieve maximum performance with minimum power consumption. The results of the

funded project will advance the state of knowledge in the field of embedded ultrasonic NDE and will

answer crucial questions. Particularly, we showed how PWAS Lamb wave tuning is significant to

practical PWAS based SHM. We also demonstrated this technology's potential to an in-situ fabricate

transducers and applications to composite structures health monitoring.

The results of the funded research will considerately expedite the implementation of structural health

monitoring (SHM) into the aging Air Force fleet, and on future Air Force systems. PWAS-SHM will

allow the maintainer to focus on critical areas and address repairs as needed rather than as scheduled.

Thus, it will increase the safety and availability of the Air Force fleet, while reducing the operation and

support costs.
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